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Classic Tile x Master Tile
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TEST ITEM UNIT METHOD CONCL M 5
CADMIUM &5 ppm ASTM F963 PASS OSGS uKas
LEAD 8 ppm ASTM F963 PASS
MERCURY X ppm ASTM F963 PASS
ARSENIC  f& ppm ASTM F963 PASS
CHROMIUM £ ppm ASTM F963 PASS
BARIUM 8 ppm ASTM F963 PASS
ANTIMONY & ppm ASTM F963 PASS
SELENIUM ppm ASTM F963 PASS

CPSC-CH-E1002-08.3(EF)
TOTAL LEAD 4% ppm PASS
USEPA 3052(%%)
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304.8 mm x304.8 mm

PACKING 36 PCS
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A1227

A1226

IMAGO lnile Master Tile
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A1286
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BERRY 18'x18"
457.2

PACKING 16 PCS
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—— IMAGO i1 Classic Tile
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